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 BET DFT 

 (Sigma Aldrich Lot# MKCK3331)  (Sigma Aldrich Lot# MKCP6914) 

 (Sigma Aldrich Lot# MKCP4019)  Micromeritics Gemini
TriStar  3Flex

GEMINI

Gemini 

TriStar
TriStar  BET 3Flex 

300°C Smart VacPrep 60
77K TriStar Gemini 

0.05 0.3 11 3Flex 

TRISTAR 3FLEX
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Micromeritics BET

0.05-0.3 BET
BET BET 2

1 BET
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BET surface area: 3.3182 ± 0.0700 m 2/g
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3 Rouquerol 

 BET  BET 

0.05-0.3  [1] 

4

3 TriStar II Plus BET Rouquerol MicroActive 

BET Surface Area Plot
Summary
BET Surface Area: 3.0560 ± 0.0241 m2/g
Slope: 1.422478 ± 0.0111122 g cm3 STP 
Y-intercept: 0.001775 ± 0.001485 g cm3 STP 
C: 802.466090
Qm: 0.7021 cm3/g STP
Correlation Coefficient : 0.9997861
Molecular cross-sectional area : 0.1620 nm2
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Isotherm
Graphite Anode : Graphite Anode : Adsorption
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 BET 
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BET Surface Area Plot
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BET surface area: 3.0768 ± 0.0294 m 2/g
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5 3Flex BET
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6 DFT
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